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£ (Dipping) Mn 2,000 X 700 X 800 mm
Zn 1,100 X 600 X 1,200 mm /2,400 X 1,200 X 4,000 mm

H}& (Barrel) Zn 1,450 X 1,150 X 900 mm

Xts 2H21 Zn 13,200 X 1,350 X 1,100 mm
& 2f21Mn 2,000 X 1,000 X 1,500 mm
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SEHA
Stress Rellef

XX
Solvent Cleaning
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Sanding
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Alkali Cleaning

AbA|
Acid Rinse

EHXH
Surface Regulation
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Phosphate Coating
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Chromic Acid Rinse
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Hot Rinse
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Hydrogen Embrittlement Relief
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Inspection

HIX
o o
Preservation Qil






