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Pre-Treatment Plating Post-Treatment
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S2{H|7
Stress Relief

S2H|7
Stress Relief

SHEX
Solvent Cleaning

opAZ)
Masking

oA 2]
Masking

AZ2[EX]

Alkali Cleaning

orzra|ery|
Alkali Cleaning

of| &
Etching

el & x|
Electrolysis Cleaning
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Rinse
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Rinse
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Displacement Plating
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Acid Rinse
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Rinse
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Rinse

SAEZ0|3
Copper Strike
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Nickel Strike
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Neutralization
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Copper Plating
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SES
Copper Plating
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Rinse
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Hydrogen Embrittlement Relief

A x|
Color Protection
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Inspection
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Rinse
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Finish

FaES
Dry

HAb
Inspection

etE
Finish





